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 CHARACTERISTIC METHOD RESULTS 

 Thickener   Calcium 
 Color  Brown 
 Texture  Fibrous 
 NLGI Consistency  3 
 Penetration Point at 25oC ASTM D-217 210 
 Dropping Point  (oC) ASTM D-2265 109 
 Viscosity Kinematics @ 100oC, cSt ASTM D-445 14.5 
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